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Berkeley ATR facility and instruments: 

The University of California Berkeley offers the capability of radioactive sample preparation 
(polishing, cutting grinding, mounting) to the ATR facility. The total activity of the samples is 
determined by the specific isotopes and the sample geometry and volume. Small amounts of 
radioactive material can be handled and prepared upon contact with Prof. Peter Hosemann. The tasks 
can be performed in a certified stainless steel glove box to avoid contamination of the environment. 
The Glove box contains currently a Minimet polishing setup, hot plate, micro scale, and a slow speed 
cut off saw. A second 1” thick lead shielded box is available as well upon request. 

 

Figure 1: Stainless steel glove box for radioactive sample preparation. The box currently contains an 
Allied slow speed cut off saw, a Buhler minimet polisher, and a hot plate. The glove box is located in 
a separate lockable part of the nuclear materials laboratory to ensure access only to trained users. 

Polished and mounted radioactive and not radioactive samples can be transferred to a new state of the 
art Micro Materials Nano indenter. The new instrument has two load ranges 0.1mN to 500mN and 
from 1mN to 20N. The loading is performed via a lever system and electro magnet. The instrument is 
also equipped with a high power optical microscope and an automated lens changer to allow accurate 
positioning of indents on a sample. The current system is in an environmental controlled box 
allowing to purge the system with noble gases to avoid oxidation upon heating. The low load option 
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can heat the sample and the cBN tip up to 750C. In high load mode sample and tip can be heated up 
to 500C. After a sufficient waiting time at test temperature (to minimize drift) the measurements can 
be performed. An image of the instrument can be seen in Figure 2: 

 

Figure 2: Nano indenter available at UCB to ATR users. The environmental box is visible allowing 
for inert environment a). Closer view of the horizontally mounted sample tip arrangement b) and 
microscopy image of the indenter and the sample c). 

 

Scientific capability: 

The instrument allows to measure hardness on multi length scales as well as perform micro 
compression testing using a in house build goniometer and evaluate yield strength and work 
hardening rates on a localized level.  Details about the instrument can be found at 
http://www.micromaterials.co.uk/the-nanotest/nanoindentation/ 

Examples of the type of tests which can be performed using the Nano indenter can be found in Figure 
3. An array of nanoindents on a fiber matrix composite and the resulting hardness map are shown. 
Clear hardness differences between the fiber and matrix properties can be seen on this material. 

http://www.micromaterials.co.uk/the-nanotest/nanoindentation/
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Figure 3b) presents hardness data gained on 1.1MeV ion beam irradiated steel. The ion beam induced 
hardening is clearly visible. In order to increase the depth resolution the indents were performed in an 
angle. The scattering of the data results from multigrain measurements.  

 

 

 

Figure 3: Indentation hardness mapping on composite materials a). Indentation hardness mapping 
on ion beam irradiated materials. 
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For pillar fabrication UCB also houses a quanta dual beam FIB equipped with a cryo stage, Kleindiek 
micromanipulators and a Pt GIS deposition system. While the FIB is currently not part of the ATR 
facility it is available to outside users upon request for our standard user rate. The FIB system is 
certified for work with radioactive materials and is currently in the process of being added to the ATR 
facility. 

Micro compression testing examples are shown in Figure 4. There data on several (irradiated and not 
irradiated) micro compression pillars are shown. A significant change in yield strength due to 
radiation damage can be found. The subsequent SEM image shows the slightly deformed pillar which 
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developed a crack during testing. In recent times bend bar testing for brittle materials is of interest 
because fracture toughness data became accessible. Again, the UCB-ATR instrument allows good tip 
positioning due to a high power optical microscope and accurate stage transfer.  
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Figure 4: Micro compression test data on irradiated and not irradiated steels performed with the 
indenter at UCB. 

Additional capabilities: UCB Nuclear materials group also has standard metallurgical equipment 
which are available to the users. These include optical microscopy, fully automated Struers polisher, 
Vibra-polisher, sample mounting, etc. Necessary holders can be manufactured on short notice using 
the in house machine shop by trained personnel. 

A gas absorption spectrometer and Positron Annihilations Spectroscopy instrument exist as well and 
can be used if necessary. 

 

User arrangement: 

Once a proposal is submitted, it is recommended that the user contacts the UCB contact (Peter 
Hosemann) to discuss the planed experiment and clarify details such as sample geometry, dose rate, 
etc. and potential hurdles. If the proposal is awarded, the details of the visit have to be discussed with 
the hosting organization. Several days to weeks can be scheduled at the UCB facilities. FIB time can 
be made available but currently, the facility proposal for the FIB is pending and therefore is not part 
of the ATR facility. Please contact peterh@berkeley.edu for more information. 

mailto:peterh@berkeley.edu

